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Submitted To iYaduvanshi lndustries Pvt. Ltd. Test Report No :MA/X10/23l1

Plot No.r 8/8, Swagat lndusrrial Park, BakrolTaluka Daskroi., Ahmedabad, Date of Repo,t lssueiz3llO12026

Oale ofSample lnward t23l10 /2026

'Lette. RefiDarer 23l1 0/2025 Condltlon of Sample/Locatlon:Satisf acto.y/@Lab

'Sample Details:O'12.50 mm Copper Round Bar

Submitled Size: Approx 50 mm Long

Test No, (A)

Discipllne & Group: (chemical) & (Meaals and Alloys) Date of Analysls: 23l10/2026
Machine lOr ME/OES/-191Ref Slanda.dsi

Test Methodr BSEN 15O79 12015

Parameter Result

lron % 0.005

Lead % 0.0.11

Phosphorus % 0,014

Tin % o.007
Zinc % 0.020

Copper % 99,93

Checked ByrAshok Shah (LM)

Witnessed Byl

Authorized Signatory

Ashok S t Patel (QM)

' lnform.tjon given by client.
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